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Date： 2009/01/23

E MEI JEWELRY CO., LTD.

NO. 11 Alley 46, Lane108 Siwei St., Sanchong City, Taipei, TAIWAN

The following merchandise was submitted & identified by the applicant as:

Type of Product: Acrylicstone

Date of Sample received: 2009/01/16

We have tested the submitted sample(s) as requested and the following results were obtained:

Test Requested

Migration of Certain Element

Test method

Refer to EN 71 Part 3:1994 with the incorporation of amendments A1:2000, AC:2000 and AC:2002.

Test Results

- Please see the next page(s)

Signed for and on behalf of
SGS Taiwan Ltd.

Iris Huang
Supervisor
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Test Results:

Element 1 Limit

Lead (Soluble) <5.0 90 mg/kg

Antimony (Soluble) <5.0 60 mg/kg

Arsenic (Soluble) <2.5 25 mg/kg

Barium (Soluble) <10.0 1000 mg/kg

Cadmium (Soluble) <5.0 75 mg/kg

Chromium (Soluble) <5.0 60 mg/kg

Mercury (Soluble) <5.0 60 mg/kg

Selenium (Soluble) <5.0 500 mg/kg

Description:

1. Red transparent plastic of sample.

(Remark: As per client’s request, test specified material only)

NOTE：

- mg/kg = ppm

- " < " =Less than"

Testing period : 2009/01/17 – 01/22

Sample picture (As received)

** End of Report **




